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Lot Inspection Quality Certificate of Seamless Steel Cylinder

IEF4RS Certificate No.: LNZB706-2020

Development Zone ,Hangzhou Bay, Zhejiang Province.

[ . o
R KEBRRETCES oV A 20706
Product Name Seamless Steel Cylinder of Large Capacity Batch No.
= =] RN JE=)
RS 2070601~-2070620 P N 1 TUBE1-559-V-16.6 1-00
Eng.No. Product drawing No., |
AN Filling Medium SFs. SiHs4 « NF3 « N;O . HCl. CF,4
|38 IT 5 Gk k= 2 I\ = 113% YRl =]
& '.%Egﬁakﬁiﬁﬁ%ﬁ R A ﬁﬂﬁﬁjwﬂﬁﬂa— T§2210C95.2023
Manufacture Zhejiang Rein Gas Equipment Co., Ltd Manuf. License No.
M WIHLEYIMNE LESFHEARF KX R —XIRNKIE S S
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological

1.5 AR ¥ #E Technical Data

TAEE 7 MPa 66 KERKE S MPa v 1 N
SERVICE Pressure ’ Hydraulic Test Pressure ’
TAEMRREC
{./E i . = ~40~60 RE MR E /7 MPa 16. 6
Working Environment
Leak Test Pressure
Temperature
= il = P=
mﬁﬂ'% ®559X13. 7X 10980 ‘.:GFEE:? TUBE1-559-2310-16.6 |
Specification Cylinder Model
2. B EME R4 B30 H Chemical Analysis of Main Material
kRS VA= 5
. 4130X s S11903156QX MBS G20041
Material Heat No. Stock No.
B | C Si Mn P S P+S Cr Mo
Item % % % % % % % %
i 18 10.25~0.35 | 0.15~0.37 | 0.40~0.90 | <0.020 | <0.010 | <0:025 [-0.80~1.10 | 0.15~0.25
Standard Value
AE 1 £
f : & 0.31 0.26 0.81 0.012 0. 004 0.016 1. 00 0. 22
Supplied value
RuE 0.31 0.26 0.80 0.012 0. 003 0.015 1. 00 0. 22
Retest value
3.7 4t Heat Treatment.
Poab 3 75 v Ll BRI R TKERVE
Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent
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Lot Inspection Quality Certificate of Seamless Steel Cylinder
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48P B FE AU ME BB RIS {E Mechanical Properties After Heat Treatment

pihr JE MRk JESR | fEKE | MEiR% Impact Tset .
SR SR . | Elongat -40°C)J ‘ -
I E - ) g ( ) - JE R RS Hardness
T.S Y.S Rpo2/ ion AR )
Item FIE o Flattening Test
Rm Rpoa Rm Asp B&/ME
Avg.Value . HBW
MPa MPa % % Min.Value
PR
Standard | 725~880 >485 <86 >20 >60 >48 T4 No crack 195~269
Value
e 830 698 84 26 139 132 TH L No crack ak OK
Test value

5. & M2 & Micrographic Examination

we s SR (40 Hﬁﬁ; 1F ¥ Decarburized D;};ﬁ; (mm)
Id Structure Grain Size (Grade) : i
Inside Outside
P iy >7.0 <0.25mm <0.30mm

Standard value Tempered Sorbite

e K3 EHzt. 8 0.06 0.22
Test value Tempered Sorbite

ZR%, 5 Q/LNQ 0022017 (RAFNM LS RITHEFEMESR, ZHHe

1%0
Through inspection, this batch of cylinders is qualified to conform to the requirements of standard
Q/LNQ 002-2017 “Large capacity seamless steel cylinders ” and drawing design.
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