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Manufacture Supervision Inspection Certificate for Special Equipment
(]
(Gas Cylinders)
T4 S (Certificate Number): PZJ2021BA0109

Al AL - -
Manufacturer WL R B EHRAF
T Vel 2] P
Manufact%?e %icensing Al. Bl. B3. B4. C3 Manuffiﬁifgaigigi:z Yo 7$9910C95-2023
eve .
PR AR s ) PR AL
Product Name AR T4 U Product specification TUBE1-719-3980-20 I
-t s R
Batch No 21101 Quantity 25 H
PR AT ,
Standard Q/LNQ 002-2020
Wity o e 5 e
design organization WLH RS REEIRAE Drawing Nunber TUBE1-719-Y-20 T ~00
wiF i fili& B 4
Date of design 20214703 4 Date of Manufacturing 20214104
;K 01-25 B BRI TR i B
Serial No. Sample Gas Cylinders No.
ANEFETI%5:
Un-including the -
numbers as below

i CRRRA REIEAT) AT, SR R ARMMSIERIE R, RAeMENA (S
Y (TSG 23-2021) KT, $ERMIES, HEEZMAET S REa T S ERRRE.

Accoerding to {Regulations on Safety Supervision of Special Equipment) , this batch of products has
been supervised and inspected and its safety performance conforms to {Supervision Regulation on Safety
technology for Gas Cylinders) (TSG 23-2021) , the certificate is issued and TS stamp is marked on the
shoulder of the products

MEEBARM

BRI AN AR (Inspector) : }%‘r’; f%gr

B 1% (Reviewer) :

it ¥k (Approver) :

Supervisory Inspection Institute:

=

FH#5(DATE):  2021-11-09
. —
lﬂﬁﬁ(DATE)=,f2021—11—09
A
lﬂﬁﬁ(DATE* 2021=11509,.

yfamp)

HERBA.  HiL :%ﬂ&%ﬁ N ST

Zhejiang Acadtly of ISpecial Equipm t Science
(R IeAS &

(Inspection and Testln

MBS HEIES S5 : TST110448-2022
Approved Certificate No. TS7110448-2022

7E: ZKiii%——

A=, —EERBAAER, PEERIERA, Hrh—6 tfhliE RALRER & ) BRseAT .

Note: This certificate in triplicate, one save in Supervisory Inspection Institute, one save in
manufacturer, and one send to user with Ex—-factory Documents

pri) HtAddress: MM TTYLER 2115 Kaixuan Rd 211#, Hangzhou M
0571-86025622, 85114617

A% fiEBusiness Tel. :

HiFfiEComplaint Tel. :

#iPost Cod: 310020
0571-86024818. 86026725
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Zhejiang Rein Gas Equipment Co., Ltd. | R4S /Sheet No. | REIN/MR-WD068-QD021
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Lot Inspection Quality Certificate of Seamless Steel Cylinder
{EF%%5 Certificate No.: LNZB101-2021
P AR KRB To58S G Y 1A= 51101
Product Name Seamless Steel Cylinder of Large Capacity Batch No.
jm] = [m] =
TS 01~25 Fran S TUBE1-719-V-201-00
Eng.No. | Product drawing No.
BN Design or Type of Gas
NN . . . CNG. Hz. He. H2-M. NeM
(LLEEZEAF A#ED  (The vehicle medium shall prevail) 2> 1€ ©
= ¥ -“{_-I:ﬂt b “/——-‘ . A ) ‘H;.i{ 5] ‘IEQ =
&) .ﬁ %%Wwﬁ%ﬁ@Aﬂ ﬁm#jmﬁ? T$2210C95.2023
Manufacture Zhejiang Rein Gas Equipment Co., Ltd Manuf.License No.
it WAL A BT LB BR T R — KFOKIE 5 &
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological
Development Zone ,Hangzhou Bay, Zhejiang Province.
1.5 AR #HE Technical Data
TAEES MPa - K336 & /7 MPa 3324
SERVICE Pressure Hydraulic Test Pressure )
TEREERECT BRI E /7 MPa WE B ZE AT R iR
Working Environment Temperature ~40~60 Carry out air tightness test with
2 p Leak Test Pressure the whole vehicle
= n| = | ==
AL ®719x21.211550 R TUBE1-719-3980-20 1
Specification Cylinder Model
2. M ML FE D EK{E Chemical Analysis of Main Material
MRS oy 2
. 4130X s E12106509 NG G21218
Material Heat No. Stock No.
iH C Si Mn P S P+S Cr Mo
Item % % % % % % % %
FRAEE 0.25~0.35 | 0.15~0.35 0.40~0.90 <0.020 <0.010 <0.025 0.80~1.10 0.15~0.25
Standard Value
£
6 FL{E 0.30 0.25 0.80 0.012 0.005 0.017 0.96 0.21
Supplied value
A
R 0.30 0.26 0.81 0.011 0.004 0.015 0.98 0.21
Retest value

3.3 4b ¥ Heat Treatment

AL 3 7 7 R KA IKER K
Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent

172
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Zhejiang Rein Gas Equipment Co., Ltd.
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1838475 /Sheet No.

REIN/MR-WD068-QD021
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Lot Inspection Quality Certificate of Seamless Steel Cylinder

WEH 45 Certificate No.: LNZB0101-2021

RE{E Mechanical Properties After Heat Treatment

Hite JE MR JERE | fFKE | MR Impact Tset _—
5 tt | Elongat -40°C)J -
B B HE f)ng ( ) - ey R Hardness
TS Y.S Rel ion BARIE :
Item FHE Flattening Test
Rm Rel /Rm Aso Ave.Val w&/ME HBW
MPa MPa % Ve value Min.Value
FRUE{E
Standard | 725~880 | 485~750 | <0.86 >20 >60 >48 ToH4L No crack 195~269
Value
B E 817 694 0.85 26 148 139 TEHEL No crack aH OK
Test value

5. & #HH & Micrographic Examination

. 7% 2R B Decarburized Depth (mm)
G i SR (B = ;;%
Id Structure Grain Size (Grade) ) ]
Inside Outside
el Bl EHZF, >7.0 <0.25mm <0.30mm

Standard value Tempered Sorbite

LK N Bk & EEW 20 0.08 0.21
Test value Tempered Sorbite

R, 78 QLNQ 002-2020 (KA

ZMRIE AR

JRTEE MY Kt BB E K,

Through inspection, this batch of cylinders is qualified to conform to the requirements of standard

Q/LNQ 002-2020 “Large capacity seamless steel cylinders ™
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Special Seal For Inspection j\ gency

H#H Date:
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and drawing design.

FRERAE THE
QA Engineer

m:

HliE) mEEHE

Special Seal For Quality Examination

H # Date:
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