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Manufacture Supervision Inspection Certificate for Special Equipment
=D
(Gas Cylinders)
EH4 5 (Certificate Number): PZJ2022BA0095
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anufacturer
1] 3 AT 2 5] 3 e T 4 2
EYFATHER S
Emanufact%;ieﬁlcen51ng Al. Bl. B3. B4, C3 Manufacture License No. TS2210C95-2023
PR AR . g e RS
Product Name REVRR LR Product specification TUBE1-719-4180-20 1
. Pl P R
Batch No 22040 Quantity 2 2
F= AR HE _
Standard Q/LNQ 002-2020
are- A ST T L ok A = P E S —710-V— _
design organization HLEBEIRS RE A RATE Drawing Number TUBE1-719-V-20 I -02
CEE & H 1
Date of design 20214703 A Date of Manufacturing 20224041
Serial No. Sample Gas Cylinders No.
TETIRS
Un—-including the -
numbers as below

&y (TSG 23-2021) MUESR, $SRMAES, 3 EHAERHAESR R g T IERRiRE

According to {Regulations on Safety Supervision of Special Equipment) , this batch of products has
been supervised and inspected and its safety performance conforms to {Supervision Regulation on Safety
technology for Gas Cylinders) (TSG 23- 2021) , the certificate is issued and TS stamp is marked on the
shoulder of the products.

HERKARA R (Inspector) : ?E‘:SZ%%- H# (DATE):  2022-04-26

B B Reviewer): 1 B L FMOATE):  2007°04%26)
#it  #E (Approver) : 7%; ﬂ H ] (DATE) -/ <2022-04-26
BOBRIHLM: WA AR 2R SR e b

Supervisory Inspection Institute: Zhejiang Acadoyy of Special Equlpmbn& Science
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(Inspection and Testing, Stamp; A;H

BRI TS TST110%48=2022."
Approved Certificate No. TS7110448-2022
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‘Note: This certificate in triplicate, one save in Supervisory Inspection Institute, one save in
ranufacturer, and one send to user with Ex—factory Documents.

- btAddress: HUMTIYLHER2115 Kaixuan Rd 211#, Hangzhou HJ Y%Post Cod: 310020
M &% {EBusiness Tel.: 0571-86025622, 85114617 WiFH1EComplaint Tel.: 0571-86024818. 86026725
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Zhejiang Rein Gas Equipment Co., Ltd.
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lot Inspection Quality Certificate of Seamless Steel Cylinders

IFEH5 Certificate No.: LNZB040-2022

7= i 4 R KERPRIESR At S 22040
Product Name Large Capacity Seamless Steel Gas Cylinders Batch No.
] [m ] [u] =
P 001~025 FraR s TUBE1-719-V-20 1-02
Eng.No. Product drawing No.
TN Design or Type of Gas CNG., H2. 02. Air. N2. Ar. He\ Ne\
(CABEAS- i AME)  (The vehicle medium shall prevail) Kr. NO. CO ﬁ_fﬁf@
1|3 ARIT T BB PR 3 INF |3
HlE ..#ﬁﬂ%ﬁuiﬁ—u&%ﬁﬁﬁ 2\ ) FEJL.W»‘FE.IIIE%H— TS2910095.2003
Manufacturer Zhejiang Rein Gas Equipment Co., Ltd IE Manuf. License No.
it WALE BN LBATHA T RE A~ EIAE 5 5
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological
Development Zone ,Hangzhou Bay, Zhejiang Province. '

1.5 ARZHE Technical Data

TAEEJ] MPa 20 K R%E /7 MPa 3334
SERVICE Pressure Hydraulic Test Pressure '
TIERZREE T R I TR /7 MPa P EHFITIEERE
Working Environment Temperature ~40~60 Carry out air tightness test with

g p ' Leak Test Pressure the whole vehicle
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Specification Cylinder Model

2. F M EMLEZ T E 5 {E Chemical Analysis of Main Material

172

MHRE r _—
, 4130X s E12110188 MRS G22034
Material Heat No. Stock No.
5 H C Si Mn P S | p+S Cr Mo
Item % % % % % | % % %
PrE(E
0.25~0.35 | 0.15~0.35 0.40~0.90 <0.020 <0.010 <0.025 0.80~1.10 0.15~0.25
Standard Vz_lll_nz_ L |
L
b .F‘{E 0.32 0.29 0.83 0.014 0.005 0.019 1.03 0.22
Supplied value
RHE 0.31 0.28 0.83 0.015 0.006 0.021 1.04 | 0.22
Retest value | |_
3. 7443 Heat Treatment
RGBT E WHE KR 7K H K
Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent
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Lot Inspection Quality Certificate of Seamless Steel Cylinder

EB% S Certificate No.: LNZB040-2022

4.8 R AL f5 WM B8 58 {E Mechanical Properties After Heat Treatment

P JE AR TR | MR | iR Impact Tset _—
S G tt | Elongat 40°C)]J -
mE | = onea ; (40%) I il ‘ Hardness
T.S Y.S Rel ion | AN .
Item ENME Flattening Test
Rm Rel /Rm Aso w/ME
| Avg.Value ) HBW
MPa MPa % Min.Value
i PR
Standard | 725~880 | 485~750 | <0.86 >20 >60 >48 TR AL No crack 195~269
| Value
R
A 793 653 | 082 | 280 158 153 FFIL Nocrack | 4H OK
[ Test value
5.4 M Micrographic Examination
' 5 . 5% E % & Decarburized Depth (mm)
| gﬁ"’? HH EI%*_\L}E (é,&) V‘]E:_ MI?E%
' Id Structure Grain Size (Grade) . .
. In51dc=j Qutside
‘ AR KB
: e IEU{?EE{ZF. >7.0 <0.25mm <0.30mm
l Standard value Tempered Sorbite
. — :
R E FIK EEM&_ 8.0 0.09 0.20
Test value Tempered Sorbite
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AR 74 &
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LR, TFE QLINQ002-2020 { RAFIMNIR L =URY Rt B ESK,
ZHES LB

Through inspection, this batch of cylinders is qualified to conform to the requirements of standard
Q/LNQ 002-2020 “Large capacity seamless steel cylinders ” and drawing design.
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Specidl Seal For Quality Examination
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