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lot Inspection Quality Certificate of Seamless Steel Cylinders

WEH 45 Certificate No.: LNZB058-2022

= kA FR RERPRTLES Ve A 22058
Product Name Large Capacity Seamless Steel Gas Cylinders Batch No.
[mi £l =] &3 =
PR 001~025 P TUBE1-719-V-20 1-02
Eng.No. Product drawing No.
TN Design or Type of Gas CNG. H2. 02. Air. N2. Ar. He. Ne.
(LARZEAF F#)  (The vehicle medium shall prevail) Kr. NO. CO LA[F#ABRES
1& LR REIA S NE 13& AT E
& ”{?17? hﬂ.ﬁbw_l‘ Q%ﬁBEAEﬂ filliE #Th W5 192100952003
Manufacturer Zhejiang Rein Gas Equipment Co., Ltd Manuf. License No.
Mt LA TMNE EREFHEARTFRRX R —XIRMNKES 5
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological
Development Zone ,Hangzhou Bay, Zhejiang Province.
1.8 ARE#E Technical Data
TARHE /1 MPa 20 K% s 7 MPa 3334
SERVICE Pressure Hydraulic Test Pressure '
THERBRET BRI R /7 MPa FERE E AT R MR
Working Environment Temperature -40~60 ey, out air tghifcSs teat with
Leak Test Pressure the whole vehicle
= il = =
IR ©719%21.2x12030 WRES TUBE1-719-4180-20 I
Specification Cylinder Model
2. M EMEZE B B ¥ {H Chemical Analysis of Main Material
MR E 2 E
. 4130X w5 £22201024 MRS G22103
Material Heat No. Stock No.
A C Si Mn P S P+S Cr Mo
Item % % % % % % % %
AR
0.25~0.35 | 0.15~0.35 | 0.40~0.90 | <0.020 | <0.010 <0.025 0.80~1.10 | 0.15~0.25
Standard Value
B9 '
L ,F_{E 0.31 0.28 0.82 0.013 0.002 0.015 1.00 0.21
Supplied value :
2w 0.32 0.28 0.82 0.013 0.004 0.017 1.02 0.22
Retest value

3.8 H Heat Treatmerit

R Rr il BRI TR EE P K 5]
Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent
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4. AL B JE VI RE I {H Mechanical Properties After Heat Treatment

Eii JE iR g | FE | ArdridSe Impact Tset o
58 EL kb El t -40°CY
mHE X E f)nga ( ) - FE k5 Hardness
Tt T.S Y.S Rel ion 190 B Flattening Test
em ) attenin S
Rm Rel | Rm | A | o B/Mi ng 1 Bw
.va
MPa MPa % Ve-value Min.Value
FRAEAE
Standard | 725~880 | 485~750 | <0.86 | >20 >60 >48 TS No crack 195~269
Value
AEEE " A
820 701 0.85 29.0 149 145 R4 No crack &1 OK
Test value

5.4 A0f2& Micrographic Examination

. MR E IR ¥ Decarburized Depth (mm)
G2 A4 BRE (B e ;E
Id Structure Grain Size (Grade) :': .
Inside Outside
IR E KR . >7.0 <0.25mm <0.30mm

Standard value Tempered Sorbite

M EESS EEMS, 7.9 0.10 0.25
Test value Tempered Sorbite
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Q/LN 01ty seamless steel cylinders ”* and drawing design.
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