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According to {Regulations on Safety Supervision of Special Equipment}

been supervised and inspected and its safety performance conforms to
technology for Gas Cylinders)
shoulder of the products
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Approved Certificate No. TS7110448-2025

this batch of products has
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Zhejiang Rein Hytec Co.,Ltd. 2R 4R S/Sheet No. | REIN/MR-WD068-QD021
b
PR SR ERKE R EER
Lot Inspection Quality Certificate of Seamless Steel Cylinders
IEF4% 5 Certificate No.: LNZB718-2023
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Large Capacity Seamless Steel Gas 23718
Product Name . Batch No.
Cylinders ]
O 4ps 3 1 ]
PR 001~030 ek @1_5 TUBE1-559-V-16.61-02
Eng.No. Product drawing No.
AR Design or Type of Gas SF¢+ SiHs « NF3 « N2O. HC1. CF4. Xe. CoHs-
(LA A i ﬁ/ﬁ) (The vehicle medium shall prevail) C,Hs. CHF3;. CHgw CoHoFr. CHsF. PH3M-TF
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. Production license TS2233580-2027
Manufacturer |. Zhejiang Rein Hytec Co.,Ltd. namber
i BT BT £ BTN RO — BT 5 5
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological
Development Zone ,Hangzhou Bay, Zhejiang Province.
1.5 AR % #E Technical Data
TAEE 71 MPa 166 K B3 E 71 MPa N
SERVICE Pressure ) Hydraulic Test Pressure .
TAEMIRREC e R TA B % T S R
Working Environment -40~60 E LRI ) MPa Carry out air tightness test with the
Leak Test Pressure .
Temperature whole vehicle
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Specification Cylinder Model
2. F R 4 B 5 {E Chemical Analysis of Main Material
PR e 5
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Material Heat No. Stock No.
i E C Si Mn P S P+S Cr Mo
Item % % % % % % % %
PRAE(E
0.25~0.35 0.15~0.35 0.40~0.90 <0.015 <0.008 <0.025 0.80~1.10 0.15~0.25
Standard Value
(4
{/\EZ{E 0.32 0.27 0.82 0.010 0.002 0.012 1.01 0.22
Supplied value
RHfE 0.31 0.28 0.81 0.011 0.003 0.014 1.00 0.21
Retest value
3.#b ¥ Heat Treatment
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Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent
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Lot Inspection Quality Certificate of Seamless Steel Cylinders

IEPFYE Certificate No.: LNZB718-2023

A IE1E Mechanical Properties After Heat Treatment

Hidi BR | BB | ek Phif A% Impact Tset
SRFE R ke Elongatio (-40°C)HJ JE R R iy
e T.S Y.S Rel Flatteni Hard
. . e n attening ardnes
It S 15 RIS E N
e Rm Rel | /Rm Aso T RTRERAME HBW
Avg.Value Min. Value
MPa MPa %
PrAE(E T
Standard 725~880 | 485-750 | <0.86 >20 >60 >48 ~ 195~269
No crack
Value
R s
i 780 647 0.83 28.0 105 102 AL B# OK
Test value No crack

5.4 FH# & Micrographic Examination

- s BRI (40 BiB% = IR F Decarburized Depth (mm)
o P EE 4hEE
1d Structure Grain Size (Grade) . .
' Inside Outside
IEE EIXR EE{ZK, >7.0 <0.25mm <0.30mm
Standard value Tempered Sorbite
A Al 8.0 0.1 0.20
Test value Tempered Sorbite {
2, fF5 GB/T 331452016 RPN L4 M) K BRI ER, A

Through inspection, this batch of cylinders is qualified to conform to the requirements of standard

GB/T 33145-2016 “Large capacity seamless steel Gas cylinders ” and drawing design.
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