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According to {Regulations on Safety Supervision of Special Equipment) ,
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this batch of products has

been supervised and inspected and its safety performance conforms to {Supervision Regulation on Safety
technology for Gas Cylinders) (TSG 23-2021) » the certificate is issued and TS stamp is marked on the

shoulder of the products. (::i:i)
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Zhejiang

Rein Hytec Co., Ltd.
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Lot Inspection Quality Certificate of Seamless Steel Cylinder

IE F545 8 Certificate No.: LNZB149-2023

By i RERMAR LR A= S 23149
Product Name Seamless Steel Cylinder of Large Capacity Batch No.
] = 1
PGS 001~004 RS TUBE1-559-V-20 1-02
Eng.No. Product drawing No.
IS R Design or Type of Gas CNG. H2. O2. Air. N2. Ar. He. Ne.
(ABEZ A NHE)  (The vehicle medium shall prevail) Kr. NO. CO Ku]#HF&BREX
TGRS
S Mes ok Ll Ty AS
s ML IR SR R AR AT Pt iR | TS2233580.2007
Manufacture Zhejiang Rein Hytec Co.,Ltd.
number
- HHLAEBINE LEZFEART KRR KRN KE S 5
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological
Development Zone ,Hangzhou Bay, Zhejiang Province.

1.3 AREHE Technical Data

TAEE S MPa 2 KRB 71 MPa 3334
SERVICE Pressure Hydraulic Test Pressure '
TEHIEREC SRS E 5 MPa bE % AT R MR
Working Environment Temperature 40~60 Leak Test P Carry out air tightness test with
eak Test Pressure the whole vehicle
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Specification Cylinder Model

2. F A RIMEL S A2 £ {E Chemical Analysis of Main Material

Ay = b
Mﬂﬁ%? 4130X v 2026650 NGRS G23373
Material Heat No. Stock No.
A C Si Mn P S P+S Cr Mo
Item % % % % % % % %
PrAE(E
0.28~0.35 | 0.15~0.35 | 0.40~0.90 | <0.020 <0.010 <0.025 0.80~1.10 | 0.15~0.25
Standard Value
B
¢ ,F‘_{E 0.31 0.29 0.80 0.012 0.003 0.015 1.00 0.21
Supplied value
R 0.30 0.28 0.81 0.011 0.002 0.013 1.01 0.22
Retest value
3. 243 Heat Treatment
Hab ¥R 77 ik W HKA R TKEE K F)
Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent
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Lot Inspection Quality Certificate of Seamless Steel Cylinder
IEF54 5 Certificate No.: LNZB149-2023

RI1E Mechanical Properties After Heat Treatment

PihL JE AR JERR | KE | Mol Impact Tset .-
i k. | Elongat -40°C)J ‘ >
i E B B f)nga ( ) S JE ik 5 Hardness
T.S Y.S Rel ion BANREE i
Item F4E = Flattening Test
Rm Rel /Rm Asp &/ME
Avg.Value ) HBW
MPa MPa % Min.Value
FrAE{E
Standard | 725~880 | 485~750 | <0.86 >20 >60 >48 T4 No crack 195~269
Value
B 814 697 0.86 21.0 138 133 TR 4L No crack & OK
Test value J

5.2 A0 & Micrographic Examination

. s SR () H}Elili}zﬁfg Decarburized Dc;tﬂjl’;E (mm)
Id Structure Grain Size (Grade) ) )
Inside Outside
PR EU(?EE%, >7.0 <0.25mm <0.30mm
Standard value Tempered Sorbite
iR EU(%EHZF, 8.0 0.11 0.21
Test value Tempered Sorbite
2e4e, & GB/T33145-2016 (CRAERINFITLEE M) KT BRI ER,
ZHAIREHE

Through inspection, this batch of cylinders is qualified to conform to the requirements of standard

GB/T33145-2016 “Large capacity seamless steel cylinders ” and draw'rgg design.
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