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Manufacture Supervision Inspection Certificate for Special Equipment
(= M
(Gas Cylinders)
EF% S (Certificate Number): PZJ2023BA0318

Scan to check the
authenticity
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anufacturer
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Manufactlire Iiicensing A2. C3. Bl. B4 Manufﬂﬁiﬁ{ﬁﬁg No 1522335802027
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Product Name NERNRTAE Product specification TUBEL-719-4180-20 1
Pl oL s EREE
=
Batch No 23131 Quantity 25 N
T i bR L
Standard Q/LNQ 002-2020
Bt WL IR AL SRR TR 4 P TUBE1-719-V-20 T 02
design organization H] Drawing Number
it B ill3& H
Date of design 2021£F034 Date of Manufacturing 20235094
FEmg o BRI AT B~ 5
: 001-025 ; 005
Serial No. Sample Gas Cylinders No.
AEFETF GRS
Un—-including the -
numbers as below

W (R R WA MNE, A BRI L BN, Relids (SasAN
) (156 23-2021) MER, & HIFES, IFAEEHS m#mﬁfﬁgﬁmrwgm%mmo

According to {Regulations on Safety Supervision of Special Equipment) , this batch of products has
been supervised and inspected and its safety performance conforms to {Supervision Regulation on Safety

technology for Gas Cylinders) (TSG 23-2021) , the certificate is issued and TS stamp is marked on the
shoulder of the products.

HBH 3 A B (Inspector) : ??-ﬁé t%gf H¥A(DATE) . 2023-10-18 (Eiiég)

# 1 (Reviewer): 5£@?ﬁ H#I(DATE):  2023-10-18

it (Approver) : M HH# (DATE):  2023=10-19

BRI WA RS RIS IR
Supervisory Inspection Institute: Zhejiang Academy of Special Equipment, Science
CRr 3+ 25 )
(Inspection and Testing Stamp)
BRI TSRS : TS7110448-2025
Approved Certificate No. TS7110448-2025

E: BER A=, —RRERRITER, FIAEGIE AR, Hoh— mE B 5 T R

Note: This certificate in triplicate, one save in Supervisory Inspection Institute, one save in
manufacturer, and one send to user with Ex—factory Documents.

s IbAddress: M THIEH2115 Kaixuan Rd 211#, Hangzhou HJS WPost Cod: 310020
Mk 45 i%Business Tel.: 0571-86025622, 85114617 KIFHB1EComplaint Tel.: 0571-86024818. 86026725
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Zhejiang Rein Hytec Co.,Ltd id R4S /Sheet No.

REIN/MR-WD068-QD021
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45 Certificate No.: LNZB131-2023

lot Inspection Quality Certificate of Seamless Steel Cylinders

I R R T84S EFEfE 23131
Product Name Large Capacity Seamless Steel Gas Cylinders Batch No.
O g ' SR i=
FnRS 001~025 PR TUBE1-719-V-20 1-02
Eng.No. Product drawing No.
7oA Design or Type of Gas | CNG. H2. O2. Air, N2. Ar., He. Ne.
(PABZEANF ANHE)  (The vehicle medium shall prevail) Kr. NO. CO KT[F#AERES
s LSRN RRpERAR | T VTIERS
h Production license TS2233580-2027
Manufacturer Zhejiang Rein Hytec Co.,Ltd. nutibeE
o WA LB HATT KR AR — I AHE 5 5
Address No 5 Zhenxing Road , Eastern Area I, Shangyu Economic and Technological
Development Zone ,Hangzhou Bay, Zhejiang Province.
1.5 AR#F&E Technical Data
TARES MPa - K B3 [k ) MPa 3334
SERVICE Pressure Hydraulic Test Pressure '
TAEMRIEEC BRI R /7 MPa PEE T RE MR R
Working Environment Temperature 4060 Cerry out gir tightness test with
Leak Test Pressure the whole vehicle
A= S = Y T
_“ﬁﬂ‘% ®719%21.2x12030 j‘#ﬁi% TUBE1-719-4180-20 1
Specification Cylinder Model

2. X6 B 4 2518 Chemical Analysis of Main Material

RS I 5
. 4130X ¥ E12306338 NGRS G23334
Material Heat No. Stock No.
T H C Si Mn P S P+S Cr Mo
Item % % % % % % % %
PR
0.25~0.35 | 0.15~0.35 | 0.40~0.90 | <0.020 <0.010 <0.025_ | 0.80~1.10 | 0.15~0.25
Standard Value _
BERAE '
. 0.30 0.30 0.83 0.012 0.003 0.015 0.98 0.23
Supplied value
R 0.31 0.31 0.84 0.013 0.002 0.015 0.99 0.22
Retest value
3. 743 Heat Treatment
AL T 5 )1 BRI R KFEE K
Heat Treatment Method Hardening and Tempering | Quenching Medium Water-based Hardening Agent

172
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Lot Inspection Quality Certificate of Seamless Steel Cylinder

IEF5%1 5 Certificate No.: LNZB131-2023
4B JE UL RS RS Mechanical Properties After Heat Treatment

/DA JE AR JEE | fKE | pFarR Impact Tset i
It | Elongat -40°C)J -
| B B f)nga ( ) - JE ik 56 Hardness
It TS Y.S Rel ion i BAARES Flattening Test
cm 47 attenin €S
Rm Rel /Rm Aso =/ME g
Avg. Value . HBW
MPa MPa % Min.Value
PRAEE
Standard | 725~880 | 485~750 | <0.86 >20 >60 >48 TEHEL No crack 195~269
Value
S 845 722 0.85 23.5 120 116 TH4L No crack G OK
&st value

5. A0 Micrographic Examination

. uim BB (5 Hﬁﬁ;ﬁg}::% KB Decarburized D;it;% (mm)
Id Structure Grain Size (Grade) . .
Inside Outside
PR ELX 5 Kp# ) >7.0 <0.25mm <0.30mm
Standard value Tempered Sorbite
A Elkz%&%ﬁ:' 8.0 0.09 0.18
L Test value Tempered Sorbite
ZRL, FFE QLNQ002-2020  KAFMIR LAY Rkt BRepE R,
A

Through inspection, this batch of cylinders is qualified to conform to the requlrements of standard

Q/LNQ 002-2020 “Large capacity sea
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1 Gas cylinders ”
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Special Seal For Inspection Agency
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